CHAPTER THREE
3.0 METHODOLOGY
This study adopts an experimental method to refine the hybrid foam concrete mix design by using palm kernel oil-based surfactants. The approach focuses on developing, testing, and analysing various mix compositions to achieve an optimal balance between density and compressive strength, considering different curing conditions (air, water, and steam) and also the splitting tensile strength.
The research was conducted in phases: the first phase involved sourcing and preparing the materials; the second phase included conducting trial mixes to finalize the concrete mix design; the third phase focused on casting concrete cubes (150 mm x 150 mm x 150 mm); and the final phase involved crushing the concrete cubes to determine the crushing load and compressive strength of the cubes using a 1:2 nominal mix (50% stone dust and 50% sharp sand) with a water/cement ratio of 0.75.
3.1 MATERIALS NEEDED
4.0 the materials used in this study include cement, water, aggregates (stone dust and sharp sand), palm kernel oil, and foaming agents(Sls). These materials were employed to cast 150 mm x 150 mm x 150 mm concrete cubes. The mix ratio used for batching was 1:2, and the resulting concrete was poured into molds of the same size (150 mm x 150 mm x 150 mm). After casting, the molds were removed after 24 hours, and the samples were placed in a curing container. The curing durations were set for 7, 14, and 28 days, during which crushing, density, and compressive strength tests were conducted. Below is a brief description of the materials used:Portland Limestone Cement: Portland Limestone Cement Typically Grade 42.5R, as specified in ASTM C150-20 and BS EN 197-1:2011 was used during this research. The cement serves as the primary binder in foam concrete. The cement is gotten from a cement store around the school area in Ilorin, Kwara State. Each bag of PLC is 50kg in size. 
3.1.0 Sharp sand: as it is one of the most important components in the mix, Sharp sand, also known as coarse sand, is typically obtained from quarries, riverbeds, or other natural sources. It is essential to source the sharp sand from reputable suppliers to ensure it is clean, free from impurities, and properly graded
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Fig3.2 sharp sand from nearby quarry

3.1.1. Hybridized Stone Dust (Coarse Aggregate): Stone dust is been introduced as a hybridized coarse aggregate in the mix. Since, there is no need for coarse aggregate in foam concrete to reduce its weight and density. Stone dust is collected from quarry sites and sieved using a 1.7mm sieve to remove particles. The gradation is verified as per ASTM C33/C33M.
3.1.2. Palm kernel oil-based surfactants: Palm kernel oil-based surfactants are derived from the oil extracted from the seeds of the palm kernel through processes such as polyesterification or amidopropylation. PKO-S is been gotten from a nearby market around Ilorin metropolis.
[image: ]
3.1.5.	Water: Water is essential for hydration and foam generation. Potable water is been used for mixing and curing, conforming to ASTM C1602. The water used for this work was obtained from the nearby water source at Institute of Technology, Kwara State Polytechnic, Ilorin. The water was free from injurious amount of oil, acid, organic matter, alkali and other deleterious substances 
3.1.6.	Foaming agent: Sodium Lauryl Sulfate (SLS) is a commonly used foaming agent in foamed concrete. The SLS is sourced for in OJA TUNTUN market, Ilorin.
3.2. METHODS
Three different samples of foamed concrete were produced for optimization. Optimization will be between a sample with PKO-S and LS and another without PKO-S. The mix ratio used for both samples is 1:2:0.75 where 1 is the ratio for the binder (PLC), 2 is the ratio divided between the aggregates (sharp sand 50% and Stone dust 50%), and the water/cement ratio used is 0.75, The foaming agent varies in response to the water cement ratio.
Mixing Procedure:
· Weigh the PLC, sharp sand, and Stone dust , SLS and the palm kernel oil
· The cement was mixed with a portion of the water/cement ratio to create a cement paste
· In a separate container, mix the SLS in a small amount of water to create a foam solution.
· Add sharp sand and stone dust in proportion and keep stirring till it is evenly mixed (the water weighed is added in other achieve a fine mix)
· Mix the generated foam into the wet mix until well combined.
· Add the Palm Kernel Oil into the mix.
· Mix the hybridized foam concrete for an additional 3-4 minutes before pouring into already cleaned cubes
· After 24hrs the cubes form works was loosed and immersed in water tank for curing.
Mix Proportioning:
· PKO-S concentrations is definite 1%a and 0.5%
· The water-to-binder ratio follows the required water-to-cement ratio (0.5-0.8)
· The Foaming agents also is in concentration with the water – cement ratio.
· Specimens (150 mm x 150 mm x 150 mm cubes) were casted, compacted, and cured in water for 7, 14, and 28 days.
Various types of tests were carried out on the sample to check for the compressive strength and density of the Foam Concrete, and to know the effect of Palm Kernel Oil Based Surfactant on the sample. The following tests were carried out by following the code of practice:
a. Compressive Strength: The compressive strength test is a standard method for determining the strength of concrete. The compressive strength test was conducted using the ASTM C39/C39M standard. During this research, 18 cubes of 150 mm x 150 mm x 150 mm of concrete were been casted and cured for 7, 14 and 28 days (2 cubes for each curing conditions) in water of average room temperature after 24 hours of casting. The specimens were tested for compressive strength by applying compressive load to the specimen until it crushes. Therefore, the maximum load is recorded which is given by N/mm2. The compressive strength is then calculated using the formula:

Where:
Maximum load (N) = The maximum load from the machine until failure
Cross – sectional Area (mm2) = The area of the cube
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Fig 3.3. Stone Dust from nearby quarry.


fig 3.7 : Sieving of Stone dust


fig 3.6 : Weighed Materials before mixing


Fig 3.9: Removal of Samples After Crushing


Fig 3.11: Compressive Test Machine


Fig 3.10: Cubes & Cylinderical Samples Before Crushing


Fig 3.8: Crushing of Concrete Specimen


Fig 3.1. Sokoto Cement of 42.5R
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