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ABSTRACT
This research investigates the geotechnical properties of lateritic soils within Kwara State Polytechnic, Ilorin, to determine their engineering suitability for construction purposes. Lateritic soils are widely used in Nigeria due to their local availability and cost-effectiveness, yet their properties vary significantly depending on location, climate, and formation processes. The study site is situated in a transitional zone between the forest and savanna belts, characterized by a tropical wet and dry climate that significantly influences soil development. Understanding these local soil conditions is essential to ensure safe and sustainable construction practices within the institution.
Fieldwork involved the systematic collection of disturbed lateritic soil samples from various locations on the campus, selected based on accessibility, exposure, and potential for future development. Laboratory tests conducted include grain size distribution, Atterberg limits, moisture content, compaction, bulk density, and specific gravity analyses, all performed in accordance with ASTM and BS standards. The results show that the soils generally have low to moderate plasticity, acceptable moisture contents, and compaction characteristics within recommended ranges for engineering fill materials. Soil classifications ranged from clayey sand to silty sand, with sample C showing superior geotechnical performance.
The study concludes that the lateritic soils in Kwara State Polytechnic are suitable for use as subgrade and embankment fill materials under moderate loading conditions. However, they may require stabilization for applications demanding higher strength or durability. It is recommended that site-specific investigations be conducted for future projects and that weaker samples be improved using locally available stabilizers such as limestone. This work contributes valuable geotechnical data to support infrastructure development within the campus and serves as a reference for engineers, researchers, and students in the field of soil mechanics and foundation engineering.
2

CHAPTER ONE
INTRODUCTION
1.1 Location and Accessibility
Kwara State Polytechnic is strategically located in Ilorin, the capital of Kwara State, which lies in the north-central geopolitical zone of Nigeria. Geographically, Ilorin is situated between latitude 8.50° North and longitude 4.55° East, placing it within the transitional zone between the forest and savanna ecological belts. This positioning influences the region’s soil type, vegetation, and climatic conditions—all of which play key roles in soil formation processes.
The polytechnic occupies a substantial portion of land within the Ilorin metropolis and is one of the major institutions in the state. Its main campus houses academic buildings, engineering workshops, laboratories, lecture halls, administrative blocks, hostel accommodations, and open undeveloped spaces. These undeveloped lands are often covered with vegetation or used temporarily for agricultural and infrastructural purposes.
[bookmark: _GoBack]In terms of accessibility, Kwara State Polytechnic is well-connected by road and accessible from different parts of the state. The institution is located close to the Ilorin Jebba Expressway, which serves as one of the major transportation arteries linking Ilorin to other parts of Nigeria such as Niger, Oyo, and Lagos States. Additionally, several well-maintained internal and external feeder roads link the polytechnic to neighboring communities and the central business district of Ilorin.
This excellent road network not only facilitates movement for students, staff, and visitors but also makes the logistics of field investigations and sampling operations more efficient. Soil sampling for this study was carried out at strategically selected locations across the campus, including academic zones, playing fields, construction sites, and exposed lateritic grounds. These locations were chosen based on accessibility, soil exposure, and the likelihood of future developmental activities.
The ease of access to these areas allowed for the smooth transportation of equipment and collected soil samples to the laboratory for geotechnical testing. Furthermore, the relatively flat terrain of the campus, combined with motorable paths, contributed to the efficiency of the fieldwork phase of this research.
In conclusion, the favorable location and accessibility of Kwara State Polytechnic provided a conducive environment for conducting a systematic geotechnical investigation. The variety of accessible landforms within the campus also offered a good representation of lateritic soil deposits, enhancing the reliability of the findings.
1.2 Climate and Vegetation 
Ilorin, the capital city of Kwara State where Kwara State Polytechnic is situated, experiences a tropical wet and dry climate, classified as Aw under the Köppen climate classification system. This climate type is typical of many parts of West Africa and is characterized by two distinct seasons: a wet season that spans from April to October, and a dry season that occurs from November to March.
During the wet season, the region experiences intense rainfall, with annual precipitation ranging between 1,100 mm and 1,300 mm, depending on yearly variations. Rainfall is typically concentrated during the peak months of June to September, often resulting in saturated soils, surface runoff, and potential flooding in low-lying areas. In contrast, the dry season is dominated by the Harmattan winds, bringing dry, dusty air from the Sahara Desert and significantly reducing humidity levels.
Temperature in Ilorin varies moderately throughout the year, with average daily temperatures ranging from 22°C to 34°C. The warm temperatures, in combination with seasonal rainfall, create ideal conditions for chemical weathering of bedrock, a critical process in the formation of lateritic soils. Over time, this weathering leads to the leaching of silica and the accumulation of iron and aluminum oxides, resulting in the characteristic reddish-brown laterite deposits commonly found in the region.
1.3 Relief and Drainage 
The drainage pattern within and around the polytechnic is a combination of natural and man-made systems. Natural drainage is facilitated by seasonal streams, minor tributaries, and gently sloping terrain, which promote runoff and surface water flow during the rainy season. To support urban infrastructure and reduce erosion risks, the institution has also developed a network of constructed drainage systems, including concrete channels and culverts, especially along roads and near building structures. However, certain parts of the campus particularly undeveloped plots and flat terrains are prone to poor drainage, especially during peak rainfall. This can lead to waterlogging, delayed infiltration, and increased soil moisture, all of which affect the engineering behavior of the soil. High moisture content in lateritic soils can result in reduced shear strength, increased plasticity, and swelling or shrinkage behavior depending on the soil type.
These climatic and hydrological factors are therefore highly significant when evaluating the geotechnical properties of the lateritic soils within Kwara State Polytechnic. For example, soils that appear stable in the dry season may exhibit entirely different behaviors during the rainy season, underscoring the importance of seasonal consideration in site investigation and construction planning.
1.4 Aims and Objectives
Then main of this project is to evaluate the geotechnical properties of lateritic soils in Kwara State with a focus on their suitability for engineering and construction purposes.
The main aim can be attained by the following objectives;
1. To identify and classify lateritic soils from different locations within the campus.
2. To determine the Atterberg limits, moisture content, and grain size distribution of the collected soil samples.
3. To assess the engineering suitability of the collected samples
1.5 Statement of the Problems
Lateritic soils are widely used in construction across Nigeria, including within the premises of Kwara State Polytechnic, primarily due to their abundance and ease of accessibility. These soils are often employed in road construction, foundation work, embankment filling, and other earthworks. However, despite their widespread use, there exists a notable lack of documented geotechnical data specifically tailored to the conditions found within the polytechnic campus.
Each construction site, even within the same geographical region, may exhibit different soil properties due to variations in drainage, weathering intensity, topography, and underlying geology. Without site-specific investigations, assumptions based on general soil behavior may lead to incorrect assessments, causing potential design flaws. For instance, lateritic soils that are stable in dry conditions may exhibit excessive plasticity, low bearing capacity, or significant volume changes when saturated during the rainy season.
1.5 Justification
The results of this study will offer vital information to engineers, developers, and policymakers regarding the engineering behavior of lateritic soils within Kwara State Polytechnic. It will also support future infrastructure development and help prevent construction failures caused by poor soil conditions. Furthermore, the findings will contribute to academic research and serve as a reference for students and professionals in the field of geotechnical and civil engineering. By using locally sourced materials like lateritic soils effectively, construction costs can be minimized, and environmental sustainability can be promoted through reduced dependence on imported fill materials.
1.6 Scope and Limitations
This research is focused on the geotechnical investigation of lateritic soils within the premises of Kwara State Polytechnic, Ilorin, and is limited to laboratory-based analysis of disturbed soil samples collected from selected locations across the campus. The study aims to evaluate the fundamental engineering properties of the soils that are commonly encountered in local construction projects. The following geotechnical parameters are assessed as part of the study:
Grain Size Distribution: To determine the proportions of gravel, sand, silt, and clay in the soil, which influences drainage and load-bearing capacity.
Atterberg Limits: Including Liquid Limit (LL), Plastic Limit (PL), and Plasticity Index (PI), which provide insight into the consistency, plasticity, and behavior of the fine-grained soil fractions.
Moisture Content: To determine the natural water content of the soil at the time of sampling, which affects compaction and strength.
The study is limited to disturbed soil samples and does not cover in-situ testing like Cone Penetration Tests or Standard Penetration Tests.
Sampling was done during the dry season, and seasonal variations in soil properties are not accounted for.
Financial and time constraints limited the number of test samples and locations.

CHAPTER TWO
2.0 					LITERATURE REVIEW 
2.1 OVERVIEW OF LATERITIC SOILS
Lateritic soils are a distinctive group of residual soils commonly found in tropical and subtropical regions, formed under intense weathering conditions. These soils are rich in iron and aluminum oxides, which impart their characteristic reddish, brownish, or yellowish color. The term laterite was first called by Buchanan in 2002 in India, describing a highly weathered, iron-rich soil with a hardened crust (Buchanan, 2002). Since then, the understanding and classification of lateritic soils have evolved significantly in geotechnical and engineering literature.
Lateritic soils are formed through the in-situ weathering of igneous, metamorphic, or sedimentary rocks under conditions of high rainfall, good drainage, and fluctuating wet and dry seasons. The process involves extensive leaching of silica and bases such as calcium, sodium, and potassium, leaving behind insoluble sesquioxides of iron (Fe₂O₃) and aluminum (Al₂O₃) (Gidigasu, 1976). These residual soils often have low cation exchange capacity, poor fertility (in agricultural terms), and a high degree of heterogeneity in mineral composition and engineering properties.
Geotechnically, lateritic soils are of significant interest due to their widespread use as construction material in developing countries. They are employed in the construction of roads, embankments, foundations, and as fill material due to their local abundance and relatively favorable engineering properties when compacted correctly (Bell, 1993). However, their properties are highly variable, and in some cases, they exhibit undesirable traits such as high plasticity, low permeability, or moisture sensitivity, particularly when not well-drained or compacted (Ola, 1983).
Lateritic soils typically exhibit a profile that includes:
• A hardened crust or laterite hardpan at the surface,
• A mottled zone beneath, consisting of iron nodules and clay,
• A saprolitic zone, representing the weathered parent rock.
These layers are not always present or distinct, as the soil formation depends heavily on climate, topography, vegetation, and parent rock type (Paterson & Burnham, 1970).
In Nigeria, particularly in the Middle Belt and southern regions, lateritic soils are extensively distributed and widely used for subgrades and base materials in road construction. Despite their advantages, failures in civil engineering projects have occurred due to improper understanding and usage of lateritic soils without appropriate geotechnical evaluation (Osinubi, 1998).
Therefore, understanding the fundamental nature and behavior of lateritic soils is crucial for engineers to design safe and durable structures, especially in tropical climates where they dominate the soil landscape.
2.2 Formation and Accumulation of Laterite
Laterite formation is a complex pedogenetic process involving the intense chemical weathering of rocks in tropical and subtropical environments. The process results in the leaching of mobile elements such as calcium (Ca), magnesium (Mg), sodium (Na), potassium (K), and silica (SiO₂), while leaving behind iron (Fe) and aluminum (Al) oxides and hydroxides (Gidigasu, 1976; Paterson & Burnham, 1970). This leads to the accumulation of iron- and aluminum-rich materials that characterize lateritic soils.
Formation Processes
The formation of laterite occurs primarily under the influence of:
• High rainfall (usually >1000 mm/year)
• High temperatures (commonly >25°C)
• Good drainage conditions
• Vegetation cover, which contributes organic acids
The dominant processes include:
1. Hydrolysis – breakdown of primary minerals through interaction with water.
2. Leaching – removal of soluble bases and silica from the soil profile.
3. Oxidation and hydration – enrichment of residual materials with iron and aluminum oxides (e.g., hematite, goethite, gibbsite).
According to Bell (1993), the lateritic profile typically consists of a sequence of layers:
• A hard laterite crust at the top (if present),
• A mottled zone with iron nodules and clay,
• A saprolite layer (highly weathered rock),
• And finally, the unaltered bedrock.
Each of these layers varies in thickness and composition depending on the parent rock, topography, and duration of weathering.
Accuracy in Identifying Laterite
Accurate identification and classification of lateritic soils are essential in engineering and agricultural applications. However, the term "laterite" has been used inconsistently in literature and practice. Gidigasu (1976) emphasizes the need to distinguish between:
• True laterite (hardened crust)
• Lateritic soils (soft, clayey or gravelly materials)
• Lateritic gravels (partially cemented materials with nodules)
Classification systems such as those by Gidigasu (1976) and Maignien (1966) categorize laterite based on degree of laterization, cementation, and mineral composition.
In engineering terms, a lateritic soil may not always display a hardened crust but must demonstrate residual formation, high iron/aluminum content, and tropical weathering origin. Laboratory tests such as X-ray diffraction (XRD), scanning electron microscopy (SEM), and chemical oxide analysis (e.g., Fe₂O₃ > 20%) can be used to accurately classify soils as lateritic (Ola, 1983).
Understanding the formation processes and accurately identifying lateritic soils are critical for their proper use in road construction, foundation works, and other civil engineering projects—especially in areas like Kwara State, where they are extensively used.
2.3 Regional Distribution of Laterite
Lateritic soils are globally distributed in regions characterized by high temperatures, significant rainfall, and alternating wet and dry climatic cycles. These conditions promote the intense weathering processes that lead to laterite formation. Consequently, lateritic soils are predominantly found within the tropical and subtropical zones, particularly between latitudes 10°N and 25°S (Gidigasu, 1976; Bell, 1993).
Global Distribution
According to Maignien (1966), the primary regions where lateritic soils are found include:
• West Africa: Nigeria, Ghana, Côte d’Ivoire, Senegal, Togo.
• Central and East Africa: Democratic Republic of Congo, Uganda, Tanzania.
• South and Southeast Asia: India (especially Karnataka, Kerala, and Tamil Nadu), Sri Lanka, Malaysia, and Indonesia.
• South America: Brazil, Colombia, and Venezuela.
• Australia: Northern and northeastern parts of the continent.
These areas exhibit climatic conditions conducive to laterization—high mean annual rainfall (typically >1000 mm), high average temperatures (>25°C), and good drainage that allows leaching of silica and bases.
Regional Distribution in Nigeria
In Nigeria, lateritic soils cover over 70% of the land area, particularly in the southern and middle-belt regions. Their distribution correlates closely with climatic zones and underlying geology. They are found in states such as Oyo, Ogun, Ondo, Ekiti, Enugu, Anambra, Kogi, Benue, Niger, and Kwara (Ola, 1983).
According to Nnochiri et al. (2016), Kwara State, located in the North-Central region of Nigeria, has widespread lateritic deposits, especially in areas like Ilorin, Omu-Aran, Offa, and parts of Baruten and Kaiama. These soils are commonly used as construction material due to their natural abundance and relatively low cost.
The variation in laterite properties across Kwara State is linked to differences in:
• Parent rock types (e.g., granite, gneiss, schist),
• Topography and drainage conditions,
• Depth of weathering,
• Local vegetation and land use.
Lateritic soils in this region range from gravelly to clayey, with some areas exhibiting ironstone nodules and hardened crusts. This regional variation necessitates localized geotechnical evaluation before construction use (Osinubi, 1998).
Engineering Implications
The wide distribution and variable nature of lateritic soils make them a critical focus for engineering practice in Nigeria. In many rural and semi-urban areas, lateritic materials are used for:
• Road subgrades and base courses
• Embankment fills
• Low-cost housing foundations
However, improper identification and use without proper compaction or stabilization can lead to infrastructure failure. Hence, understanding their spatial distribution is vital for material sourcing and construction planning.
2.4 Characteristics of Laterite
Laterite and lateritic soils exhibit a broad spectrum of physical, chemical, and engineering properties, largely influenced by their mode of formation, degree of weathering, and parent rock type. These properties are crucial in determining their suitability for geotechnical applications, particularly in road construction, embankment filling, and foundation works.
1. Physical Characteristics
Lateritic soils typically appear in shades of red, brown, or yellow, owing to the presence of hydrated iron oxides (mainly goethite and hematite). The texture ranges from gravelly to clayey, depending on the size and composition of residual particles left after weathering (Gidigasu, 1976; Bell, 1993). Common physical features include:
• Iron nodules (pisoliths or concretions),
• Porous and sometimes vesicular structure in hardened crusts,
• High bulk density in well-compacted or naturally cemented forms.
The color and structure are useful field indicators of laterization degree. A high concentration of iron oxides contributes to reddish hues and higher cementation, while yellowish tones suggest less advanced weathering (Paterson & Burnham, 1970).
2. Mineralogical and Chemical Characteristics
Lateritic soils are chemically characterized by:
• Low silica (SiO₂) content
• High iron (Fe₂O₃) and aluminum (Al₂O₃) oxides
• Low base saturation and cation exchange capacity
X-ray diffraction studies have shown that the mineralogy typically includes kaolinite, gibbsite, goethite, and hematite. Smectite and illite are rare or absent due to leaching in humid climates (Ola, 1983). The loss of silica during laterization concentrates oxides, making the soil acidic and poor in nutrients—though this is less relevant for geotechnical than for agricultural concerns.
3. Engineering Characteristics
Lateritic soils show variable geotechnical behavior, depending on factors such as weathering depth, fines content, and compaction state. Key engineering characteristics include:
• Plasticity: Lateritic soils typically show low to moderate plasticity. Plasticity Index (PI) values range from 10% to 25% in Nigerian samples, indicating some susceptibility to volumetric changes with moisture variation (Osinubi, 1998).
• Shear Strength: Generally good when compacted, but decreases significantly with increased moisture. The cohesion and internal friction angle vary with grading and cementation.
• Permeability: Typically low to moderate. Fine-grained lateritic clays may exhibit poor drainage, while sandy or gravelly types allow moderate infiltration (Gidigasu, 1976).
• Compressibility: Often low, especially in well-compacted or naturally cemented forms. However, high-plasticity types may exhibit significant settlement unless stabilized.
• Cementation: Iron and aluminum oxides may act as natural binders, leading to hard, indurated layers known as laterite crusts. These layers can be very strong and stable but pose difficulties for excavation (Bell, 1993).
4. Variability
Lateritic soils are highly heterogeneous, even over short distances. This is due to:
• Differences in parent rock composition,
• Variations in the intensity and duration of weathering,
• Topographic and hydrological factors.
As a result, site-specific testing is essential before engineering use. Uniform classification or design assumptions can be misleading (Ola, 1983).
2.5 Atterberg Limits
The Atterberg limits, comprising the liquid limit (LL), plastic limit (PL), and plasticity index (PI), are fundamental parameters used to describe the consistency and plasticity behavior of fine-grained soils, including lateritic soils. These limits provide insight into the soil’s behavior under varying moisture contents and are critical for assessing the engineering suitability of lateritic materials in construction.
Definition and Importance
• The Liquid Limit (LL) is the water content at which soil changes from a plastic to a liquid state.
• The Plastic Limit (PL) is the water content at which soil changes from a semi-solid to a plastic state.
• The Plasticity Index (PI), calculated as the difference between LL and PL (PI = LL − PL), represents the range of moisture content over which the soil remains plastic.
In lateritic soils, Atterberg limits help classify soil according to the Unified Soil Classification System (USCS) or the AASHTO system, and provide important data on swelling potential, compressibility, and shear strength (Bell, 1993).


Typical Values in Lateritic Soils
Lateritic soils generally exhibit a low to medium plasticity, reflecting their clay mineralogy, mainly composed of kaolinite and gibbsite with little smectite or montmorillonite, which are highly plastic clays (Ola, 1983). Typical values reported in studies of Nigerian lateritic soils include:
• Liquid Limit (LL): 30% to 50%
• Plastic Limit (PL): 20% to 30%
• Plasticity Index (PI): 10% to 20%
These values indicate moderate plasticity, which is favorable for use in engineering as they show limited swelling and shrinkage characteristics compared to high-plasticity clays (Osinubi, 1998).
Variability and Influencing Factors
Atterberg limits in lateritic soils vary widely due to:
• Parent rock composition, influencing the clay mineral content,
• Degree of weathering and leaching, affecting particle size and mineralogy,
• Presence of iron oxides, which tend to reduce plasticity by coating clay particles,
• Organic matter content.
Therefore, localized testing is essential for design and construction, as relying on generalized values can result in inaccurate assessment of soil behavior (Gidigasu, 1976).
Engineering Implications
• Soils with low PI (<10%) generally exhibit little plasticity and are less susceptible to volumetric changes.
• Soils with medium PI (10–20%) require careful compaction and moisture control to avoid strength loss.
• Higher PI values in lateritic soils may indicate a higher clay content and potential challenges with swelling or instability under moisture fluctuations.
Understanding Atterberg limits is crucial when using lateritic soils as subgrade or base materials, to ensure adequate compaction, drainage, and durability in pavement or foundation applications.
2.6 Compaction
Compaction is the process of mechanically increasing the density of soil by reducing the volume of air within the soil mass, without altering the water content significantly. It is a critical aspect of soil engineering that significantly affects the strength, compressibility, permeability, and durability of lateritic soils used in civil engineering works.
In lateritic soils, compaction is especially important because their performance in engineering applications—such as road subgrades, embankments, and foundations—depends heavily on how well they are compacted and the moisture conditions under which compaction occurs (Osinubi, 1998; Gidigasu, 1976).
Compaction Characteristics
The primary parameters used to evaluate soil compaction are:
• Maximum Dry Density (MDD) – The highest dry unit weight that a soil can attain under a given compactive effort.
• Optimum Moisture Content (OMC) – The moisture content at which the maximum dry density is achieved.
These values are determined in the laboratory using standardized compaction tests, such as:
• Standard Proctor Test (ASTM D698, 2006)
• Modified Proctor Test (ASTM D1557, 2003)
Lateritic soils typically display an OMC between 10–18% and an MDD between 1.60–2.10 Mg/m³, depending on grain size distribution, plasticity, and mineral composition (Amu et al., 2005; Osinubi, 1998).


Factors Influencing Compaction in Lateritic Soils
1. Soil Type and Texture: Clayey laterites tend to have lower MDD and higher OMC due to their fine particles and water adsorption capacity. Gravelly or sandy laterites tend to compact more easily and achieve higher densities.
2. Plasticity: Highly plastic soils require more energy and moisture to achieve compaction. Lateritic soils with moderate plasticity often perform best under standard compactive effort (Ola, 1983).
3. Presence of Iron Oxides: These oxides can create natural cementation that influences the compaction behavior. Iron-rich laterites may resist densification and exhibit brittle behavior when compacted (Gidigasu, 1976).
4. Moisture Control: Moisture content is a critical factor. Compaction outside the optimum range can lead to poor strength and high permeability, increasing the risk of pavement failure or foundation settlement (Osinubi, 1998).
Engineering Significance
Proper compaction of lateritic soils:
• Increases shear strength, improving stability under loads,
• Reduces compressibility, minimizing settlement under structures,
• Decreases permeability, reducing water ingress and erosion,
• Improves bearing capacity, essential for pavements and building foundations.
In road construction, the strength of compacted lateritic soil is often assessed using the California Bearing Ratio (CBR) test. A well-compacted lateritic soil typically has a CBR value ranging from 20% to 80%, depending on soil quality and compactive effort (Nnochiri et al., 2016).
2.7 Sieve Analysis
Sieve analysis, also known as grain size distribution analysis, is a fundamental laboratory procedure used to determine the particle size distribution of soils. This analysis is essential for classifying soils, predicting their engineering behavior, and determining their suitability for various construction purposes.
For lateritic soils, sieve analysis helps distinguish between gravel, sand, silt, and clay fractions, which directly influence properties such as permeability, shear strength, compaction, and stability (Gidigasu, 1976; Bell, 1993).
Purpose of Sieve Analysis
The primary objectives of sieve analysis for lateritic soils are:
• To determine the proportion of coarse and fine particles,
• To classify the soil using systems like AASHTO or Unified Soil Classification System (USCS),
• To assess gradation, which influences workability and performance in structural applications like road bases, embankments, and foundation layers.
Procedure
Sieve analysis for lateritic soils generally involves:
1. Oven-drying a soil sample to remove moisture.
2. Weighing the sample.
3. Passing it through a stack of sieves with decreasing mesh sizes (e.g., 4.75 mm, 2.00 mm, 0.425 mm, 0.075 mm).
4. Measuring and recording the weight of soil retained on each sieve.
5. Calculating the percentage retained and percentage passing for each sieve.
6. Plotting a gradation curve (grain size distribution curve) using semi-logarithmic paper.
For finer particles (passing 0.075 mm), a hydrometer analysis is typically used in conjunction.
This process follows standard methods such as:
• ASTM D422, 2006: Standard Test Method for Particle-Size Analysis of Soils,
• BS 1377-2: British Standard for Methods of Test for Soils for Civil Engineering Purposes – Classification Tests.
Typical Results in Lateritic Soils
Lateritic soils in regions like Kwara State, Nigeria, typically show a well-graded to poorly-graded profile, depending on location and degree of weathering (Osinubi, 1998; Nnochiri et al., 2016). Common findings include:
• Significant gravel (particles >2 mm) and sand fractions,
• Fines (<0.075 mm) content varying between 10% to 35%,
• Poorly graded soils with gap gradation in some areas,
• High clay content in highly weathered lateritic profiles.
The percentage of fines is especially important in determining the soil’s plasticity, drainage capacity, and susceptibility to swelling and shrinkage.
Engineering Implications
• Soils with well-graded distributions are generally more stable and compact better than poorly graded ones.
• Excess fines can lead to poor drainage and increased plasticity, requiring stabilization.
• The gradation curve helps predict compaction characteristics, bearing capacity, and shear strength.
• Lateritic soils with more than 35% fines are often classified as clayey or silty lateritic soils, which may need modification before use in road or foundation construction (Ola, 1983). 



CHAPTER THREE 
3.0 				   RESEARCH METHODOLOGY
3.1 Collection of Samples
Soil sampling was carried out at various locations within Kwara State Polytechnic, specifically from exposed natural surfaces, borrow pits, and undeveloped plots likely to be used for construction. The selection of sampling sites was based on accessibility, exposure of soil layers, and potential relevance to future infrastructural projects within the campus.
The tools used for sample collection included:
Digger
Shovels
Polythene bags for storage
Permanent markers for labeling
Samples were obtained from depths ranging between 0.5 meters to 1.5 meters, targeting the lateritic layer commonly used for construction. This depth range is considered appropriate for evaluating subgrade and foundation materials. Immediately after collection, each sample was labeled according to its location, depth, and date of extraction and was transported carefully to the geotechnical laboratory for analysis.
3.2 Preparation of Disturbed Samples
In the laboratory, the collected soil samples were air-dried at room temperature to reduce their moisture content without altering their physical structure. The dried samples were then manually broken down using a wooden mallet and gently disaggregated to avoid crushing individual soil particles.
The prepared soils were then sieved through a 4.75 mm sieve to remove larger particles, gravels, stones, and organic materials. This step was essential to standardize the soil samples and make them suitable for the various classification and strength tests. The sieved samples were stored in dry containers, ready for laboratory testing.
3.3    Laboratory Procedures
Laboratory tests were conducted to assess the physical and engineering characteristics of the lateritic soil samples. Each test followed standard protocols provided by ASTM and BS 1377, ensuring consistency and reliability. The laboratory procedures focused on the following tests:
Grain size distribution
Atterberg limits
Moisture content
Compaction characteristics
Specific gravity
Bulk density
Each of these tests provided critical insight into how the soil would behave under field conditions, including its workability, stability, strength, and potential for compaction.
3.4 Grain Size Distribution Test
The grain size distribution test was conducted to determine the proportion of different particle sizes within each soil sample. The test was performed using two methods:
Sieve Analysis for coarse-grained soils (sand and gravel fractions)
Hydrometer Analysis for fine-grained soils (silt and clay fractions)
In the sieve analysis, a stack of sieves with progressively smaller openings (from 4.75 mm down to 0.075 mm) was used. A known weight of soil was placed at the top and mechanically shaken for a fixed duration. The weight of soil retained on each sieve was recorded and expressed as a percentage of the total sample weight to generate a particle size distribution curve. ASTM D4327,(2021)
3.5 Atterberg Limits Test
This test was conducted to evaluate the plasticity characteristics of the fine-grained portion of the soil. The following procedures were followed:
 
(1) Liquid Limit (LL): Determined using the Casagrande apparatus. Soil paste was placed in a brass cup, and a groove was cut using a grooving tool. The number of blows required to close the groove over a distance of 12 mm was recorded at different moisture contents. A flow curve was plotted to determine the moisture content corresponding to 25 blows, ASTM D4318,(2021).
(2) Plastic Limit (PL): Determined by rolling a small portion of soil into threads of 3 mm diameter until they began to crumble. The average moisture content of the crumbled threads was recorded, ASTM D4318, (2021).
(3) Plasticity Index (PI): Calculated using the formula: PI=LL−PL
These tests provided insight into the soil's consistency, workability, and behavior under different moisture conditions, ASTM D4318, (2021).
(4) Shrinkage limit: Determined the shrinkage limit of fine grained soil in which the water content at which further loss of moisture does not further reduction in soil volume, ASTM D4943,(ASTM,2021).
3.6 Compaction Test
The Standard Proctor Compaction Test was carried out to determine the Maximum Dry Density (MDD) and Optimum Moisture Content (OMC) of the soil. The procedure involved compacting soil at various moisture contents in a mold of standard dimensions using a 2.5 kg rammer dropped from a height of 30 cm.
After compaction, the bulk density of the soil was determined, and the moisture content was measured. A compaction curve was plotted with dry density on the y-axis and moisture content on the x-axis. The peak point of this curve represented the MDD and OMC, which are crucial for field compaction requirements during construction.
3.7 Moisture Content Test
The natural moisture content of the soil samples was determined using the oven-drying method. A small sample of the soil was weighed (wet weight), placed in a moisture can, and then dried in an oven at 105°C to 110°C for 24 hours. After drying, the sample was reweighed (dry weight), and the moisture content was calculated using:
This test is essential in evaluating the in-situ condition of the soil at the time of sampling and is a fundamental input in compaction and strength tests. ASTM D2216-19,(2021).
3.8 Specific Gravity Test
The specific gravity of the soil solids was determined using a density bottle (pycnometer). This test involved measuring the weight of the soil, the bottle, and water to calculate the ratio of the density of soil solids to the density of water. The formula used is:
3.9 Bulk Density Test
The bulk density of the soil was determined using the core cutter method, which involves driving a cylindrical steel core of known volume into the soil to extract a sample. The weight of the soil within the core was recorded, and bulk density was calculated as:
Bulk density is useful in understanding the in-situ unit weight of the soil, which affects stress distribution, bearing capacity, and design of foundations.


CHAPTER FOUR
4.0   Results and Discussion
4.1   Results of Natural Moisture Content 
The results of natural moisture content test are presented in table 2. the moisture content value range between 4.2% and 5.3%, indicating that the soil are relatively dry. According to Ola (1993), typical moisture content for lateritic soils range between 5% and 20% depending on the season and drainage condition. Therefore, the sample fall within the lower end of the standard range implying well drained and stable conditions.
Table1: Natural Moisture Content Test of Collected Samples
	Sample A
	Sample B
	Sample C

	5.2%
	4.3%
	4.1%



[image: ]
Fig.1: graph showing water content



4.2 results of bulk Density Test 
The result of Bulk Density Test are presented in Table3. the bulk density values range from 1.63 to 1.76g/cm3 Murthy (2002) stated that bulk densities for compacted lateritic soils usually range from 1.6 to 2.0g/cm3. hence, the values obtained are within the acceptable range, with sample C showing the highest density , indicating better compaction and higher  strength.
Table 2: Bulk Density of Collected Samples.
	Sample A
	Sample B
	Sample C

	1.63
	1.73
	1.76



4.3 Results of Dry Density Test
Two results of Dry Density value (1.58 - 1.69g/cm3) are also within the expected range for Engineering fill materials. According to Das (2010) dry densities for lateritic soils typically range from 1.5 to 2.0g/cm3, indicating that the test ad soils can offer adequate bearing capacity when properly compacted.
Table 3: Dry Density Test of collected samples
	Sample A
	Sample B
	Sample C

	1.58g/cm3
	1.67g/cm3
	1.69g/cm3



4.4 Result of Specific Gravity Tests
The specific gravity result are presented in table 5 specific gravity value ranged from 2.68 to 2.83 according to Das (2010), the typical specific gravity of lateritic soil falls between 2.60 and 2.85 which confirm that the soil predominantly mineral based with minimum organic contamination.


 Table 4:  Specific gravity test of collected samples
	Sample A
	Sample B
	Sample C

	2.68g/cm3
	2.71g/cm3
	2.83g/cm3



4.5 Results of Atterberg Limit Tests
Liquid Limit (LL): ranges from 22.3 % to 31.6% According to Das (2010), soil with liquid limit value less than 35% are classified as low plasticity soils. All the three samples fall within this categories, indicating low compresibility and moderate workability.
Plastic Limit (PL): value range from 14.6% to 18.2%, which is also consistent with the range expected for lateritic soil. 
Plasticity Index (PI): value, calculated as the difference between LL am PL range from 6.9% to 13.4% Ola (1983) noted that lateritic soil generally have pl value ranging from 5% to 20% depending on the degree of weathering. Hence the PL values obtained fall within the expected range, indicating moderate plasticity with Sample A being more plastic than Sample B and Sample C.
Linear Shrinkage (LS): values range from 3.7% to 6.2% According to Adeyemi (1995), values below 10% suggest that the soils has low shrinks well potential, which is desirable for most construction purpose. Sample C has the lowest shrinkage value, suggesting it will be the most suitable under moisture variation 
Table 5: Atterberg Limit Tests of collected samples
	Sample
	Liquid Limit %
	Plastic Limit %
	Plastic index
	Linear Shrinkage %

	Sample A
	31.6 %
	18.2%
	13.4%
	6.2%

	Sample B
	22.3%
	15.4%
	6.9%
	4.8%

	Sample C
	24.8%
	14.6%
	10.2%
	3.7%
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Fig 2: Graph Showing Plasticity Chart
4.6 Result of Grain Size Analysis
P1 has higher clay content (21%) hence classified has clayey sand 
P2 and P3 have more silt and less clay, Thus, silty sand all sample have sand and dominant particle size making them sand based soils.
fine (<0.075mm) is highest in P1, which support it’s clayey nature.
Table 6: Summary of result of Grain Size Analysis of soil
	Sample Location
	Gravel (%)
	Sand (%)
	Silt (%)
	Clay (%)
	Fine (%)
	Soil classification

	P1
	10
	60
	9
	21
	30
	Clayey sand

	P2
	12
	62
	15
	11
	20
	Silty sand

	P3
	13
	63
	17
	7
	24
	Silty sand



[image: ]
Fig. 3: Grain Size Analysis Graph
4.7 Result of Compaction Test
Table 7: Compaction Parameters of Maximum Dry Density (MDD) and Optimum Moisture Content (OMC)
	Sample
	MDD
	OMC

	A
	1.81
	8

	B
	1.89
	7.5

	C
	1.95
	6
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Fig. 4: Graph Showing Compaction Parameters 
Table 8: Compaction and Ratings of Unified Soil Classification for Construction (ASTM 1557-91)
	Visual Description
	Maximum Dry Density (MDD)(g/cm3)
	Optimum Moisture Content (OMC)(g/cm3)
	Aticipated embankment performance 
	Value as  Subgrade material
	Value as Base Course

	Granular material
	2.00 - 2.27
	7 – 15
	Good to Excellent
	Excellent
	Good

	Granular material with soil
	1.76 - 2.16
	9 – 18
	Fair to Excellent
	Good
	Fair to Poor

	Fine sand and sand
	1.76 - 1.84
	9 – 15
	Fair to Good 
	Good to Fair
	Poor

	Sandy silts and silts
	1.36 -1.60
	10 – 20
	Poor to Good
	Fair to Poor
	Not suitable

	Elastic silts and clay
	1.36 - 1.60
	20 -35
	Unsatisfactory
	Poor
	Not suitable

	Silty clay
	1.52 - 1.92
	10 – 30
	Poor to Good
	Fair to Poor
	Not suitable



Table 8: present the compaction parameters of collected samples. The (MDD) Maximum Dry Density for sample A is 1.81 for sample B 1.89 while sample C is 1.95. for Optimum Moisture Content (OMC), sample A is 8, Sample B is 7.5 sample C is 6. The three sample being sandy in nature can be range as range fair to good for embankment performance it is fair to poor for subgrade material are not suitable for base course.


CHAPTER FIVE
5.0			CONCLUSION AND RECOMMENDATION
5.1 	Conclusion
The geotechnical investigation of laterite within Kwara State Polytechnic campus revealed that the sampled soils possess engineering properties suitable for various civil engineering applications, especially as subgrade and fill materials. Laboratory tests such as particle size analysis, Atterberg limits, compaction indicated that the laterite falls within the acceptable range for road construction and foundation works under moderate loading conditions.
The results also show that the laterite exhibits good shear strength, moderate plasticity, and favorable compaction characteristics, making it a dependable material for use in local construction project.
5.2	Recommendation
In the view of the occurrence rampant failure in public civil structures, the suitability of fill materials (which is mostly laterite in Nigeria) must be ascertained before use. 
Also the improvement of samples other than Sample C should be considered. This should be done by the addition of locally available materials e.g limestone.
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